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Applicant Changzhou Becoan Industrial Technology Co., Ltd. 

Applicant Address 
2206 South Science and Education Hall, Changzhou Science and Education City, No. 

18, Changwu Middle Road, Wujin District, Changzhou City 

Contacts Chen Dong 

Sample Name Spill Containment Pallet Type/Serial No. C5 

Sample Quantity 1group Manufacturer -- 

Other information -- 

The above information is provided by the applicant and the applicant should answer for its authenticity. 

Sample Number 20221212-021001 Sample State Intact 

Received Date 2022/12/12 Test Type Entrusted Test 

Test Period 2022/12/12-2022/12/23 

Test Item 
Resistance to liquid chemical medium (5% H2SO4), Resistance to liquid chemical 

medium (5% NaOH), Anti leakage 

Test Standard GB/T 11547-2008, Methods provided by the entrusting party 

Test Conclusion 

According to applicant’s demand, a total of 3 items are tested, and the Resistance to 

liquid chemical medium (5% H2SO4), Resistance to liquid chemical medium (5% 

NaOH), Anti leakage 3 items meet the testing requirements. The test results refer to 

page 2. 

 

Stamp： 

Issue Date： 2022/12/27 

Remark -- 

Editor: 
 
Auditor: 

 
Approver: 
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Summary of Test Results  

No. Test Item Unit Test Result Test Norm
①

 
Test 

Conclusion 

Test 

Standard 
Remark 

1 

Resistance to 

liquid chemical 

medium (5% 

H2SO4, 7d, 

normal 

temperature) 

-- 

No obvious 

change in 

appearance 

No obvious 

change in 

appearance 

Conformity 
GB/T 

11547-2008  
-- 

2 

Resistance to 

liquid chemical 

medium (5% 

NaOH, 7d, 

normal 

temperature) 

-- 

No obvious 

change in 

appearance 

No obvious 

change in 

appearance 

Conformity 
GB/T 

11547-2008  
-- 

3 

*Anti leakage 

(5% NaOH, 7d, 

normal 

temperature) 

-- Impermeable Impermeable Conformity 

Methods 

provided by 

the 

entrusting 

party  

-- 

 

Test description： 

1.Test equipment ： -- 

2.Environmental conditions ： 22℃,49%RH. 

3.Other information ： 
Items marked with * are not within the scope of the laboratory's accreditation; 

①The norm is provided by the applicant. 
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The Picture of Sample  

 

Fig.1 The picture of sample 
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Enclosure 

 
Fig.2. Photos of samples before the test of resistance 

to liquid chemical medium (5% H2SO4) 

 
Fig.3. Photos of samples after the test of resistance to 

liquid chemical medium (5% H2SO4) 

 
Fig.4. Photos of samples before the test of resistance 

to liquid chemical medium (5% NaOH) 

 
Fig.5. Photos of samples after the test of resistance to 

liquid chemical medium (5% NaOH) 

***The End*** 
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NOTES 

 

1.The report is invalid without signatures or seals of the editor, reviewer and approver, and it is 

also invalid without the “test special chapter” and its riding seal. 

 

2.The testing result is only responsible for the sent samples, the client should undertake 

responsibility for the authenticity and representative of submitted sample. 

 

3.Any unauthorized copy, illegal transfer, embezzlement, imposture, modification, addition and 

deletion or any other kind of manipulation in part of the test report is not valid. 

 

4.Any objection concerning the report should be submitted to the institute within 3 days after 

receiving the report, any request would be refused if it is overdue. 

 

5.The test report is only used for customer research, teaching,internal quality control, product 

development and other purposes, and is for internal reference only. 

 

 

 

 

 

 

 

 

Testing Company: Standard Testing Group Co., Ltd. 

Address: LANEBEST Innovation Park, No.1 Jinye Road, Qingdao National Hith-tech 

Industrial Development Zone, Qingdao, Shandong 
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